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REPORT ON
COMPRESSIVE STRENGTH OF CONCRETE MASONRY BLOCKS
LSCIV09-9127/3 29.01.13

| SCIV/13-0116/3 SCIV/13-0116/3

| AL SALAMI & AL KASHRY TRADING
| co.LLC 15.01.13
NG

NG
| FOR VARIOUS PROJECTS || OUHI
390 X 140 X 190

6" HOLLOW BLOCK

SOHAR PLANT

15.01.13

NIL

140 54600 759 13.9

2 140 54600 740 13.6
3 140 54600 748 13.7
4 140 54600 740 13.6
5 140 54600 729 13.4
6 140 54600 735 13.5
7 140 54600 742 13.6
8 140 54600 748 13.7
9 140 54600 749 13.7
10 140 54600 755 13.8
AVERAGE COMPRESSIVE STRENGTH N/mm? 13.7

Note: Cement type used: OPC
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NOTE : This report shall be feprodiiegd.i & il pproval of the testing Laboratory is required for partial reproduction. The

test results relate only to theisd






