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REPORT ON
COMPRESSIVE STRENGTH OF CONCRETE MASONRY BLOCKS
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AL SALAMI & AL KASHRY TRADING
CO.LLC

| NG
FOR VARIOUS PROJECTS
4" HOLLOW BLOCK

| 15.01.13

NG
OUHI

390 X 90 X 190

SITE SOHAR PLANT

| NG 15.01.13

| CUSTOMER NG

01.01.13
SMS

BS 6073: PART 1 & 2: 1981
| NIL

| NG
| RMP

| NIL
1 OF 1

1 H 90 35100 ‘ 442 12.6
2 90 35100 451 12.8
3 90 35100 448 12.8
4 90 35100 438 12.5
5 90 35100 451 12.8
6 90 35100 458 13.0
7 90 35100 435 12.4
8 90 35100 462 13.2
9 90 35100 455 13.0
10 90 35100 450 12.8
AVERAGE COMPRESSIVE STRENGTH N/mm? 12.8

Note: Cement type used: OPC
@/ Rakesh M. Pillai
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